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Projects that involve granular surfacing on county roads, median crossovers, and commercial residential, 
farm, and field entrances shall follow these guidelines: 
 

• Granular surfacing shall be placed as stage construction. 

 
o Stage 1 surfacing shall be done as part of the grading project.  The normal design rate of 

application shall be 2220 tons per mile (1245 megagrams per kilometer) on county roads and 
40 tons per station (120 megagrams per station) on entrances. 

 
o Stage 2 surfacing will normally be done with the paving project.  The normal design rate of 

application shall be 445 tons per mile (250 megagrams per kilometer) on county roads and 
10 tons per station (30 megagrams per station) on entrances. 

 
• For grade-pave projects in which the surfacing cannot be placed in stages, the design rate of 

application will be 2330 tons per mile (1300 megagrams per kilometer) on county roads and 40 
tons per station (120 megagrams per station) on entrances. 

 
In all cases, the total rate of surfacing shall be shown on the project plans for both the grading project and 
the paving project. 
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Chronology of Changes to Design Manual Section:

007C-001 Granular Surfacing
7/29/2011 Revised

Increased grade and grade-pave rates to 40 tons per station (120 MG per station)

12/31/1997 NEW

New material.
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