
ABSTRACT 

This  repor t  is concerned with the prediction of the long-time 

c r e e p  and shrinkage behavior of concrete .  

a r e a s .  

It is divided into t h r e e  main  

1. The development of genera l  prediction methods that can  be 

used by a design engineer when specific experimental  data a r e  not 

available.  

2 .  The development of prediction methods based on experimental  

data. 

and can  be used to accurately pred ic t  c r e e p  and shr inkage af ter  only 

28 days of data collection. 

These  methods take advantage of equations developed in  i t em 1, 

3 .  Experimental  verification of i tems 1 and 2, and the develop- 

ment of specific prediction equations for four sand-lightweight aggregate  

concretes  tes ted in  the experimental  p rog ram.  

The genera l  prediction equations and methods a r e  developed in 

Chapter 11. 

concrete  (Eq. 9) ,  sand-lightweight concrete  (Eq. 12), and lightweight 

concrete  (Eq. 15) a r e  recommended.  These equations a r e  developed 

for  s tandard conditions (see Sec.  2 . 1 )  and cor rec t ion  fac tors  requi red  

to convert  c r e e p  coefficients obtained f r o m  equations 9, 12, and 15 to 

Standard Equations to es t imate  the c r e e p  of n o r m a l  weight 
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valid predictions for other conditions a r e  given in  Equations 17 through 

23. The correct ion factors  a r e  shown graphically in  F igs .  6 through 13. 

Similar  equations and methods a r e  developed for  the prediction 

of the shrinkage of moist  cured  no rma l  weight concrete  (Eq.  30), mois t  

cured  sand-lightweight concrete  (Eq. 33), and mois t  cu red  lightweight 

concrete  (Eq. 36). For s t e a m  cured  concrete  the equations a r e  Eq. 42 

for no rma l  weight concrete,  and Eq. 45 for lightweight concrete.  C o r -  

rec t ion  factors  a r e  given in Equations 47 through 52 and F i g s . ,  18 

through 24. 

Chapter 111 summar izes  and i l lus t ra tes ,  by examples ,  the p r e -  

diction methods developed in  Chapter 11. 

Chapters IV and V descr ibe  a n  experimental  p rog ram in which 

specific prediction equations a r e  developed for concre tes  made with 

Haydite manufactured by Hydraulic P r e s s  Br i ck  Co. (Eqs.  53 and 54), 

Haydite manufactured by Buildex Inc. (Eqs .  55 and 56) ,  Haydite manu- 

factured by The Cater -Waters  Corp. (Eqs .  57 and 58), and Idealite 

manufactured by Idealite C o .  (Eqs.  59 and 60). Genera l  prediction 

equations a r e  a lso developed f r o m  the data obtained in the experimental  

p rog ram (Eqs.  6 1  and 62) and a r e  compared to  similar equations devel- 

oped in Chapter 11. 

Creep  and Shrinkage prediction methods based on 28 day experi-  

mental  data a r e  developed in  Chapter VI. The methods a r e  verified by 

comparing predicted and measu red  values of the long-time c r e e p  and 
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shrinkage of specimens tes ted  a t  the University of Iowa ( s e e  Chapters  

IV and  V) and elsewhere.  

to  other s imi la r  methods available to the design engineer.  

The accuracy  obtained is shown to be super ior  
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