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8. ABSTRACT 

Based upon t h e  success t h e  Iowa Department of Transpor ta t ion  has had using 
t h i n  bonded, low slump, dense port land cement concre te  on br idge  decks f o r  
r e h a b i l i t a t i o n ,  i t  was decided t o  pursue research i n  t h e  a rea  of bonded 
port land cement concrete  resur fac ing  of  pavements. Since t h a t  t ime, in  an 
e f f o r t  t o  reduce c o s t s ,  research was conducted i n t o  e l imina t ing  t h e  
grout ing  opera t ion .  

On t h i s  p r o j e c t  a non-grouted overlay was used t o  modernize an e x i s t i n g  
urban s t r e e t .  This research p ro jec t  i s  loca ted  in t h e  C i ty  of  Oskaloosa 
on 11th Avenue from South M S t r e e t  t o  South Market S t r e e t .  

Construct ion of  t h e  p ro jec t  went well and t h e  non-grouted over lay  has 
performed very well t o  da te .  
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