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DISCLAIMER 

The contents of this report reflect 
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INTRODUCTION 

In recent years, the Iowa Department of Transportation has put 

greater emphasis on improving highway safety. This effort has been 

relatively successful with a reduction in traffic-related 

fatalities to levels experienced prior to 1950. The nationwide 

speed limit of 55 mph was probably the greatest contributor to the 

decline in traffic fatalities, but there have been many other ef- 

forts that have also contributed to this decline. The Iowa DOT has 

been testing all paved roadways periodically for friction coeffi- 

cient since 1969. New techniques have been used to obtain a 

greater depth of surface texture on paved roadways. Transverse 

tined grooving has been used on portland cement concrete to provide 

increased texture depth. 

The frictional values of asphalt concrete pavements are highly de- 

pendent on the characteristics of the aggregates incorporated into 

the mixture. The predominant aggregates available in Iowa for 

highway construction are crushed limestone or dolomite. Even the 

gravel deposits contain substantial quantities of carbonate aggre- 

gate. Unfortunately, many of these crushed limestones or dolomites 

are relatively soft and prone to polishing under traffic. 

The Iowa Department of Transportation has established a frictional 

classification for aggregates. (1) This classification is divided 

into five types with Type 1 being the hardest and the coarsest 

grained aggregates and Type 5 being the softest and finest grained 

aggregates. There are no naturally occurring Type 1 or Type 2 ag- 



gregates within the state of Iowa. Crushed quartzites and gran- 

ites, which are in Type 2, may be obtained from adjoining states. 

The crushed limestone and dolomites in Iowa range from Type 3 which 

include the coarse grain dolomitic ledges to Type 5 which contains 

the fine grained, soft limestones. 

With the energy crisis, it is very expensive to transport aggre- 

gates for long distances and, therefore, in many cases is not eco- 

nomically feasible to import hard, sharp, durable aggregates to 

provide more desirable or increased frictional qualities. Econom- 

ically, it is more desirable to use locally available aggregate. 

Iowa began experimental investigation of improving frictional qual- 

ity on asphalt concrete pavement by sprinkling a hard, durable ag- 

gregate on the surface of the fresh mat in 1974. There were 

problems in obtaining a uniform coverage with the hard, durable ag- 

gregate. This problem was alleviated with the use of the Bristowes 

spreader, which became available in 1977. Since that time, there 

have been numerous applications of sprinkle treatment on asphalt 

concrete surfaces to provide improved frictional qualities. 

The most extensive investigation of sprinkle treatment of asphalt 

surfaces to improve frictional qualities was conducted as Iowa DOT 

project HR-199 ( 2 ) ,  also known as U.S. Department of Transportation 

contract DOT-FH-15-295. This research evaluated the use of six 

sprinkle aggregates on three standard asphalt concrete mixtures. 

The research concluded that sprinkle treatments increase not only 



the surface macrotexture significantly, but also improve the fric- 

tion numbers of asphalt pavements. 

PROJECT LOCATION AND PRECONSTRUCTION CONDITION 

This project is located on 1-35 from the Jct. of US 34, north ap- 

proximately 9.8 miles to the Warren County line. In 1978, prior to 

the asphalt resurfacing of this project, the roadway was carrying 

an average daily traffic of 5,800 with 27.4% trucks. The 1978 

friction numbers were 43 northbound, and 37 southbound. The as- 

phalt concrete surface exhibited a substantial amount of cracking 

and openness that was requiring an increased degree of maintenance. 

CONTRACTUAL ARRANGEMENTS 

The successful bidder on this project, let March 27, 1979, was Des 

Moines Asphalt and Paving. The project included both surface recy- 

cling and an asphalt concrete surface course. The surface recycl- 

ing included heating and reworking of the top 1" of the asphalt 

concrete. A 1" thick, Type A, 1/2" surface mix was placed on all 

driving surfaces after placement of a Type B, Class I1 variable 

thickness leveling course. 

MATERIALS 

All asphalt concrete mixtures were produced at the Des Moines As- 

phalt batch plant at West Des Moines. The mix designs are included 

as Appendix A-1 and A-2. The crushed limestone for the mixes was 

produced at the Martin-Marietta Ferguson plant and the sand was 

from Martin-Marietta at West Des Moines. The asphalt cement was an 



AC-20 from Bituminous Materials & Supply of Algona, Iowa. The 

sprinkle treatment aggregate was a 3/4" top size gravel from the 

Martin-Marietta plant at West Des Moines (Appendix B-1). 

CONSTRUCTION 

Placement of the asphalt concrete began with the Type B, Class I1 

leveling and strengthening on June 12, 1979. The Type A, 1/2" sur- 

face was completed on September 11, 1979. The mix temperature was 

maintained at approximately 300°F and the mat temperature remained 

at about 280°F. The sprinkle treatment aggregate was placed using 

a Bristowes spreader following very closely behind the laydown ma- 

chine in accordance with Supplemental Specification 842 (Appendix 

C1 and C2). 

PERFORMANCE EVALUATION 

The evaluation of the sprinkle treatment was primarily based on the 

friction number and the texture depth. A summary of those values 

are given below: 

Friction and Texture Summary 
1-35 MP 33.0 to 42.5 Clarke County 

Date Avg. Friction Number Date Texture Depth, Inches 
NB S B NB SB 



It is noted from the summary that the friction had decreased from 

the 5 0  and 4 9  during June 1 9 8 2 .  This decrease was attributed to 

the fog seal with dilute emulsion of June 1 9 8 3 .  In July 1 9 8 4  the 

friction values were again in the forties. 

ECONOMICS 

This project is not a good project to evaluate the economics of 

sprinkle treatment. The asphalt concrete mix was hauled approxi- 

mately 4 0  miles to this project. If the asphalt mixture was 

produced at a site closer to the project site and the aggregates 

were locally available with a short haul distance the major differ- 

ence in cost in providing the improved friction would be the in- 

creased special aggregate transportation cost which would probably 

be approximately 100 per ton mile. The sprinkle treatment require- 

ment at 7  1 / 2  lbs. per sq. yd. for a roadway 2 4 '  wide would be 52.8 

tons per mile of roadway. If the frictional qualities were ob- 

tained by utilizing 3 0 %  of the same hard, durable aggregate in a 2 "  

thick, 2 4 '  wide roadway, it would require 1 , 5 3 1  tons per mile. 

This would require the long distance transportation of approxi- 

mately 1 , 4 8 0  tons of special aggregate. If this special aggregate 

had to be transported for 1 0 0  miles at 10C per ton mile this would 

amount to $14,784  per mile of 2 4 '  wide roadway for the additional 

transportation. 

DISCUSSION 

It would appear that the sprinkle treatment was successful in pro- 

viding desirable, improved, and durable friction qualities. The 



asphalt concrete prior to the AC resurfacing with the sprinkle 

treatment produced an average friction number of 40. Since that 

time, the sprinkle treated surface has remained above 40 with the 

exception of a short period of time after a fog seal. 

CONCLUSION 

It can be concluded from this experimental evaluation of the use of 

sprinkle treatment that a sprinkle treatment application does pro- 

vide improved, durable friction qualities to an asphalt concrete 

roadway even though soft aggregate is used in the asphalt mixture. 

REFERENCES 

1. I.M. T-203, General Aggregate Source Information 1986, Iowa De- 

partment of Transportation, January 1985 

2. Shelquist, Robert A., "Sprinkle Treatment of Asphalt Surfaces", 

Final Report, Iowa Department of Transportation, January 1984 
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Specification 842 
Supersedes 824 

IOWA DEPARTMENT OF TRANSPORTATION 
Ames, Iowa 

Supplemental Specification 
for 

SPRINKLE TREATMENT OF ASPHALT CEMENT CONCRETE SURFACES 

February 6, 1979 

THE STANDARD SPECIFICATIONS, SERIES OF 1977, ARE AMENDED BY THE FOLLOWING ADDITIONS. THESE ARE 
SUPPLEMENTAT, SPECIFICATIONS, AND THEY SHALL PREVAIL OVER THOSE PUBLISIIED IN THE STANDARD SPECI- 
FICATIONS. 

842.01 DESCRIPTION. Sprinkle treatment shall consist of properly graded aggregate, pre- 
coated with asphalt cement and applied to the surface of hot-mix asphalt cement concrete pavement 
as designated in these specifications and elsewhere in the contract documents. 

842.02 MATERIALS. The materials used in sprinkle treatments of asphalt cement concrete 
surfaces shall meet the following requirements. 

A. A qre ate shall be composed of a Type 111 crushed gravel or a Type TI. I11 or IV crushed 
stone9as zlassified in Materials Instructional Memorandum T-203 or lightweight aggregate 
(expanded shales). 
Crushed gravel shall be produced as a separate operation by crushing gravel to the extent 
that 100 percent will pass the 3/4-inch sieve; the aggregate shall be prescreened prior 
to crushing on a screen at least 1/4 inch larger. The prescreen size shall be adjusted 
to compensate for screening efficiency, material variability, and carryover. 
A11 limestone and gravel aggregates shall be washed products. 
All aggregate sources and production procedures shall be subject to approval of the eng- 
neer, and the aggregate shall meet the following requirements. 
1. Freezinq-and-Thawing Test. The freezing-and-thawing loss, when tested according to 

Laboratory Test Method 211, Method A, shall not exceed 10 percent. 
2. Abrasion Loss. The percentage of wear. as determined by AASHTO T 96, shall not exceed 

35 for lightweight aggregate and 40 for all other aggregate. 
3. Size of Particles. When tested by means of laboratory sieves, the aggregate shall meet 

the following limits. The percentage passing the No. 200 sieve shall be determined by 
washing, followed by dry sieving. Any mudballs present shall be completely broken up 
and dissolved. 

Sieve Size Percent Passinq 

3/4 
3/8 
NO. 4 
NO. 200 

*The maximum percent passing the No. 200 sieve may be increased to 2.5 
percent provided the documented production limit agreed to and maintained 
is 1.0 percent or less and any increase up to 2.5 percent is due to degradation 
of the parent material and not to contamination by other material. 

B. Asphalt. The asphalt cement used to coat the aggregate shall be the grade used in the 
asphalt surface course. 
C. Aqqreqate Coatin . Samples of aggregates to be used for sprinkle treatment shall be 
submitted to the CenFral Laboratory for testing prior to precoating. The Laboratory will 
designate the proper coating, and this may be modified by the engineer. The designated 
coating will be between 0.75 percent and 2.0 percent, expressed as percent by weight of 
asphalt cement in the total mixture. The designated coating shall be considered a target 
value. 

842.03 EQUIPMENT. The equipment used for spreading the precoated aggregate shall he a 
Bristowes Chip Spreader. An equivalent spreader may he approved by the engineer. 

Initial rolling shall be with a self-propelled, smooth, steel-tired roller meeting requirements 
of 2001.05B. 

842.04 PRECOATED AGGREGATE. The equipment and procedures for precoating shall comply with 
the applicable requirements of 2001.22 and 2303.04. 

The aggregate shall be precoated at a temperature between 240F and 275F and shall have a 
uniform, complete coating. The aggregate should be coated at the lowest temperature that insures 
complete coating. If coated aggregate is stockpiled, it shall be stockpiled on a clean, paved 
surface. Stockpiling methods which minimize segregation shall be used. Provisions should bc 
made for manipulation or wetting of the coated aggregate if crusting of the aggregate occurs. 
No water shall be applied to the freshly coated aggregate until it has cooled sufficiently to 
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prevent t he  p o s s i b i l i t y  of s t r i pp ing .  The engineer may requi re  the s tockpi le  t o  be covered. 
A t  t he  option of t he  cont rac tor ,  precoated aggregate remaining a t  t he  completion of the 

work w i l l  be purchased and paid f o r  by the  cont rac t ing  author i ty .  The precoated aggregate 
s h a l l  be hauled and stockpiled a t  a s i t e  designated by the  engineer. The haul may be a s  f a r  
a s  the neares t  maintenance garage of t he  cont rac t ing  author i ty .  The engineer may l i m i t  the 
quant i ty  of aggregate t o  be precoated t o  assure t h i s  quant i ty  is reasonable. 

842.05 CONSTRUCTION. The precoated aggregate may be spread hot  or  cold. I t  s h a l l  be ,uni -  
formly applied t o  t h e  sur face  of t he  asphal t  surface course as  soon as  possible a f t e r  laydown 
and before i n i t i a l  r o l l i n g  of t he  sur face .  The spreader s h a l l  span the lane t o  be spread. Pro- 
visions should be made for  wett ing the coated aggregate i f  c rus t ing  o r  unusual adherence of aggre- 
gate p a r t i c l e s  occurs. 

The precoated aggregate s h a l l  be applied t o  t he  sur face  a t  a t a r g e t  r a t e  of 7 1 / 2  pounds per 
square yard when crushed stone o r  gravel  is used, and the  cont rac t  quan t i t i e s  a r e  based on t h i s  
r a t e .  When lightweight aggregate is used, t he  coated aggregate s h a l l  be applied a t  t h e  r a t e  of 
5 pounds per square yard. These t a r g e t  r a t e s  may be adjusted by the engineer t o  insure  proper 
coverage of t he  surface area .  

Rolling s h a l l  commence immediately a f t e r  t he  coated aggregate is applied unless otherwise 
d i rec ted  by the engineer. The i n i t i a l  r o l l i n g  s h a l l  be done with a s t e e l  r o l l e r .  Compaction 
s h a l l  be in  accordance with the  requirements fo r  t h e  type of surface course being l a i d .  Pneumatic- 
t i r e d  r o l l e r s ,  when used fo r  intermediate compaction, s h a l l  not be used i f  t i r e  pick up of spr inkle  
aggregate is encountered. 

Anv nonuniform d i s t r i b u t i o n  of coated aggregate s h a l l  be corrected with l u t e s  o r  brooms before 
i n i t i a l  ro l l i ng .  

T ra f f i c  w i l l  no t  be permit ted on t h e  f in ished  sur face  u n t i l  t he  pavement has cooled t o  such a 
l eve l  t h a t  the coated aggregate w i l l  not pick up under t he  t i r e s .  Sprinkling t h e  pavement surface 
with water may be required,  a s  d i rec ted  by the  engineer, t o  promote cooling of t he  pavement p r io r  
t o  opening the roadway t o  t r a f f i c .  

842.06 LIMITATIONS. Sprinkle treatment of a spha l t  cement concrete surfaces s h a l l  not be 
placed a f t e r  October 1 except by author iza t ion  of t he  Construction Engineer. 

842.07 METHOD OF MEASUREMENT. The quant i ty  of Aggregate fo r  Sprinkle Treatment w i l l  be com- 
puted from weights of precoated aggregate t h a t  is applied t o  the asphal t  surface course, i n  
accordance with appropriate  requirements of 2303.19A. 

When payment i s  t o  be made fo r  precoated aggregate remaining a t  the completion of t h e  work, 
precoated aggregate w i l l  be measured separa te ly  i n  t he  same manner. 

842.08 BASIS OF PAYMENT. For t he  number of tons of Aggregate fo r  Sprinkle Treatment, s a t i s -  
f a c t o r i l y  applied t o  t he  asphal t  surface course and measured as  provided above, the cont rac tor  
w i l l  be paid the  cont rac t  p r i c e  therefor .  

For the number of tons of precoated aggregate remaining a t  the completion of t he  work and 
hauled and stockpiled according t o  842.04, t he  cont rac tor  w i l l  be paid 25 percent  of t he  cont rac t  
p r i ce  fo r  Aggregate for  Sprinkle Treatment. 

These payments s h a l l  be f u l l  compensation fo r  furnishing,  precoating, and applying the  pre- 
coated aggregate t o  t he  asphal t  surface course and f o r  furnishing,  precoating, hauling, and stock- 
p i l i n g  the  precoated aggregate remaining a t  t he  completion of t he  work. Asphalt cement used for  
precoating w i l l  be considered inc identa l .  

water, when required,  w i l l  be considered inc iden ta l .  
Ar t i c l e  1109.03 s h a l l  not  apply t o  Aggregate f o r  Sprinkle Treatment when the  change in  quan- 

t i t i e s  i s  due t o  use of lightweight aggregate. 




