


ABSTRACT

An initial feasibility study indicated that the "Purdue

Accelerated Polishing Method" gave repeatable results when test

ing the skid resistance of laboratory specimens. The results

also showed a rough correlation with the field performance of

the same aggregate sources. The research was then expanded to

include all available asphalt aggregates. The results of the

expanded study indicated that the method is not presently

capable of developing and measuring the full skid potential

of the various aggregate sources. Further research in the area

of polishing times and/or pressures is needed.



INTRODUCTION

Coarse aggregates contribute significantly to the skid re

sistant properties of an asphalt surface in several ways. For

example, fine grained aggregates can polish easily under traffic,

and thus possess poor skid resistant properties, while coarser

grained aggregates polish less, thus providing a more skid re

sistant surface. Also, the use of aggregate sources containing

particles of varying degrees of hardness or wearability can pro

duce a pavement surface possessing good skid properties due to

the macrotexture developed.

The field determination of skid numbers is a necessary oper

ation from many standpoints, but when trying to assess an aggre

gate's skid characteristics it offers several limitations, i.e.,

the aggregate may not have been used in a project; the time re

quired to obtain and analyze test data; construction variables;

and post construction variables, such as daily traffic. Thus, a

laboratory method is needed that can simulate the polishing action

of traffic while holding the other variables to a minimum. If such

a method can be developed, then skid numbers determined on labora

tory specimens could be used to categorize the various aggregates

as to their potential skid resistant properties when used in as

phaltic construction.



PURPOSE AND SCOPE

The purpose of this investigation was to evaluate the "Purdue

Accelerated polishing Method" as a laboratory method for duplicat

ing field conditions. The investigation was conducted on an open

ended basis so that it could be terminated or expanded at any time.

The initial phase was to determine the polishing characteristics

of ten aggregate sources and correlate these charactieristics to

field performance. If a significant ocrrelation was found,the

investigation was to continue until all major geologic types or

sources were evaluated. The research proposal for the project is

found in Appenix A.

When this study began, no standardized laboratory procedures

existed in the literature for the various aspects. Thus, much of

the early part of the study was involved with developing procedures

and methods.

MATERIALS

The materials used in the initial phase were selected from

sources that had sufficient field usage to categorize them as to

polishing susceptability. Ten sources were selected to represent

a range of skid properties or polishing susceptibility. Since

these factors depend upon aggregate characteristics, the sources

selected also represented a range of mineralogies, texture, etc.

After completion of the initial phase, all available aggregates

were incorporated into an expanded study.
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LAB PROCEDURE

The laboratory procedures developed and followed in the study

are found in Iowa State Highway Division, Materials Office, Labora

tory Manual, Vol. 1. Specifically, Test Metr~d No. Iowa 2l8-A,

"Preparation of specimens for Determining the Polishing Character

istics of an Aggregate" and Test Method No. Iowa 9l4-A, "Method of

Test for Determining Surface Frictional properties with the British

Portable Skid Tester". As mentioned earlier, these procedures were

developed in the Iowa Highway Division Materials Laboratory with

out the benefit of published guidelines. Thus, they differ in

part from the procedure outliped in ASTM E 303-74 which was published

after the study was well under way. The data supporting the dif

ferences are discussed and shown later in this report. Copies of

the two Iowa procedures are found in Appendix B and a brief descrip

tion of the procedures will be given here.

Specimen Preparation

Aggregate samples were evaluated by incorporating them into

three six-inch diameter by two-inch high asphaltic concrete test

specimens. The specimens were made to Type "A" asphalt specifi

cations with a 1/2" mixture size and were compacted as closely as

possible to Marshall densities.

Polishing Procedure

An accelerated polishing device was used to polish the sur

face of the test specimens to simulate the polishing action of
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traffic. The device consisted of a drill press with a three-inch

diameter rubber polishing pad mounted in the chuck. The specimens

were placed on a ball bearing turntable and the polishing pad

pressed against the surface of the specimen by applying a 3,000 gram

load to the operating arm of the drill press. Water and abrasive

dust were applied to the specimen surface while the polishing pad

was rotating on it. The specimens were polished for ten minutes

using #400 Carborundum grit and for ten minutes using #600 grit.

Skid Testing Procedure

The BPN (British Portable Tester Number) values were deter

mined for the various sources using the British Portable Tester.

Numbers were obtained at various stages during the polishing pro

cedure as reported in the data tables. The actual testing procedure

was modified several times as discussed in the TEST RESULTS AND

INTERPRETATION section of the report.

TEST RESULTS AND INTERPRETATION

Initial Phase

The initial phase of the investigation consisted of deter

mining whether the polishing procedure could produce surfaces

that varied in their skid resistant properties in the same rela

tive proportion as their actual field performance. As the work

progressed, several distinct areas of investigation evolved and

will be reported on separately, although all are reflected in the

final results and conclusions of the initial phase.
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Mix Design

After reviewing the typical gradations for several mix sizes,

it was decided that the 1/2 inch mix would be used for the study.

The optimum asphalt content was determined for each individual

aggregate source tested. Initially, the natural sand was pre

screened to remove all plus No. S material and the quantity to be

used was standardized. However, the preparation and testing of

several trial specimens indicated that even with long periods of

polishing the coarse aggregate was not being exposed. The coarse

aggregate/fine aggregate proportions were changed to 70-30 and the

polishing time and pressure were changed until coarse aggregate

was exposed. Two aggregates with widely different field skid

properties were tested but showed little difference in final pol

ished values. Further specimens were made eliminating the natural

sand and these had polished values that varied in proportion to

their field values. On this basis, the natural sand fraction of

the mixes was eliminated and the specimens prepared from all stone

with the following grading:

Sieve

0.525"

3/S"

#4

#8

#16

#30

4

% passing

100

SO

55

37.5

25

20



Polishing susceptibility

The first series of specimens tested had such large within

source variation that a second set of specimens was prepared.

While the second set was being polished, it was observed that aggre

gate particles were being dislodged. The laboratory procedure at

this time involved the placing of the specimen's surface in solvent

to remove the asphalt film from the specimen surface and the aggre

gate particles. Apparently, the solvent was softening the asphalt

matrix too much for the specimen to be immediately subjected to

polishing. By allowing the specimens to set overnight, enough sol

vent evaporated and the asphalt hardened to the point where the

specimens could be polished without trouble. The within source

variability dropped to acceptable levels after this procedural

change. It was also necessary, due to plucking, to substitute

limestone fines for quartzite fines when preparing the quartzite

specimens. The BPN values for the aggregate sources tested are

shown in Table 1. TO arrive at the data shown in Table I, each

of the three specimens from a source was subjected to five deter

minations of its individual BPN value. The five determinations

were averaged into a single value for a specimen, and the three

specimens averaged for a value for the source.
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The within-specimen. between-determination variation was

quite small as shown in Table 2.

Table 2. - Freguency of within-specimen variations (second series)
variation between the five

determinations on a single specimen Freguency

0 BPN units 41
1 " " 93
2 " " S
3 n n 6
4 " " 2

The between-specimen, within-source variations are shown in

Tables 3 and 4.
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The tabulations show that the variability encountered is within

acceptable limits.

Tables 5 and 6 give the data arranged in two different ways,

both are for the BPN values obtained on the water lubricated surface

after polishing was completed.

Table 5 Sources ranked b in BPN values second series
Change RankinlJr from Rankl.ng

Aggregate in BPN Field Evaluation Textural

Traprock 26 4 2
Quartzite 29 2 2
Crushed Gravel 32 1 1
Logan Q. 34 2 3
Ferguson 38 3 2
(Maynes Creek)
Ft. Dodge 38 4 4
Ferguson 39 4 5
(Eagle City)
Menlo 43 6 7
Sedgewick 44 Not Used 6
Davenport 45 5 7

Table 6 Sources ranked by polished surface BPN vaLue s (second series)
Final Ranking from Rankl.ng from Lab.

Aggregate BPN Field Evaluation Textural Evaluation

Traprock 49 4 2
Logan 48 2 3
Crushed Gravel 44 1 1
Quartzite 43 2 2
Ferguson 40 4 5
(Eagle City)
Ferguson 39 3 2
(Maynes Creek)
Sedgewick 37 Not Used 6
Ft. Dodge 36 4 4
Menlo 31 6 7
Davenport 30 5 7
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The field evaluation ranking was based on data obtained with

the skid trailer. The lab textural evaluation is based on the

visual identification of an aggregate's texture - both the individ-

ual particles and the composite sample representing the production

from a source. A source may have received a high textural rating

based on the coarseness of the individual grains in the particles

and/or based on the presence of both hard and soft aggregate par-

ticles that could produce varying degrees of wearability in a

pavement surface and thus promote the development of macrotexture.

The ranking of the aggregates in both tables was close enough

to actual field performance to warrant further testing.

A third series of the same ten aggregates was molded to check

on the reproducibility of the second series. The effect of various

operators was also introduced at this time. Table 7 gives the

results of the third series.

Table 7. - Third series data

Series 2 Series 3
Change Change Variation

Aggregate in BPN in BPN operator from Series 2
Traprock 26 29 3 +3
Quartzite 29 30 2 +1
Crushed Gravel 32 34 2 +2
Logan 34 36 3 +2
Ferguson 38 37 1 -1

(Maynes Creek)
Ft. Dodge 38 39 1 +1
Ferguson 39 39 1 0

(Eagle city)
Menlo 43 44 3 +1
Sedgewick 44 44 3 0
Davenport 45 44 2 -1
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As the Series 3 specimens were being molded and polished, it

was observed that certain aggregates which crushed into elongated

particles tended to be orientated parallel to the specimen sur-

face. Thus, their orientation relative to the pendulum slider

could affect the aggregate particle contact time during testing,

and, therefore, the BPN value obtained. To study this effect, a

comparison was made of the variation of the Series 2 specimens (5

determinations) with the variation encountered with Series 3

specimens when determinations were made at the quarter points.

Table 8 shows the results.

Table 8. - variation vs. number of determinatibns
variation Between Specimens

Aggregate
Quartzite
Menlo
Traprock
Davenport
Crushed Gravel
Logan Q.

Series 2
5 Determinations

2 BPN units
3 It II

3 n II

2 II "

2 U II

3 II II

Series 3
8 Determinations

1 BPN unit
2 BPN units
3 II tr

3 If n

1 BPN unit
1 It II

Based on these results, future testing was done by making

eight, quarter point determinations on each specimen.

To check on the aggregate source variability, additional samples

were obtained from three sources. Table 9 shows the results.

variability within aggregate source
Change in BPN

Series 2 Series 3

Table 9. -

Aggregate

Ferguson
(Maynes Creek)

Ferguson
(Eagle City)

Ft. Dodge

38

39

38

11

37

39

39

Additional
Samples

37

36

41



Pad preconditioning and Service Life

In Series 2, the pad was preconditioned by 10 passes over a

dry concrete surface, as per the pendulum manufacturer's instruc-

tions. The pad to be used in Series 3 was preconditioned in a

similar manner and a comparison test of the two was made on a set

of specimens.

Series 2 pad used
Series 3 pad used

750 times previously
o times previously

Washed surface - Series 2 pad
" "- Series 3 pad

79 BPN units
86 BPN units

Polished surface - Series 2 pad
" • - Series 3 pad

42 BPN units
41 II II

Assuming that continued use would bring the condition of the

new pad (Series 3) close to that of the Series 2 pad, the test was

continued on a different set of specimens.

Series 2 pad used
Series 3 pad used

825 times previously
75 times previously

Washed surface - Series 2 pad
• "- Series 3 pad

80 BPN units
81 II II

Polished surface - Series 2 pad
• "- Series 3 pad

41 BPN units
48" It

The differences between the condition of the pads appeared to

be diminishing on the washed surface, but not on the polished sur-

face; so another set of specimens was tested.
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Series 2 pad used
Series 3 pad used

900 times previously
150 times previously

Washed surface - Series 2 pad
WaH "- Series 3 pad

71 BPN units
74 II II

Polished surface - Series 2 pad
" "- Series 3 pad

32 BPN units
40 BPN units

Obviously the differences were persisting. The Series 2 pad

had been on hand several years, while the Series 3 pad was a recent

purchase. To check on possible hardening on the rubber, the Dur-

ometer hardness test was run on the Series 2 and 3 pads and on

two others that were recently purchased. The test results were

identical on all pads.

It was decided to go back to the preconditioning of the pads.

A mortar block was prepared to serve as a standard surface with

which to check the pads. A new pad was preconditioned by five passes

over #50 sandpaper and 'then tested against the other pads on the

standard surface. The condition of the new pad did not agree with

the others - but the condition of the Series 2 and Series 3 pads

did agree, hinting that the mortar block was responsible for some

conditioning of the Series 3 pad. The new pad continued to be

preconditioned by 10 passes over #150 sandpaper. After this second

preconditioning, all pads agreed on the standard surface. It was

decided to try the pads on actual specimens and the results were:

Series 2
Series 3
New pad

pad used
pad used

used

975
225

o

13

times
times
times

previously
previously
previously



Washed surface - Series 2 pad
" • - Series 3 pad
• • - New pad

81
82
78

BPN units
II II

II II

Polished surface - Series 2 pad
" "- Series 3 pad
II II _ New Pad

37
43
38

BPN units
II tl

II II

At this time, a procedural change was made to eight determi-

nations (2 at each quarter point) instead of five determinations;

data present elsewhere shows that this reduces the test result

variabilities.

Two new pads were conditioned by 10 passes over the mortar

block that was originally made for a standard surface. These pads

will be designated x-l and X-2. The results were:

Series 2
Series 3
New pad
x-r pad
X-2 pad

pad used
pad used

used
used
used

1050 times previously
300 times previously

75 times previously
o times previously
o times previously

Washed surface - Series 2 pad 77 BPN units
• • - Series 3 pad 76 • •
• • - New pad 75 • •
• • - X-l pad 49 • •
• • - X-2 pad 49 • •

It appears that the standard mortar block can quickly condition

new pads to the point where their results are compatible with pre-

viously used pads. Thus, all new pads will be conditioned by ten

passes over a standard mortar block. To stay within reasonable

wear tolerances, the pads will be replaced after 500 passes.

Initial Phase conculsions

1. The specimens should be prepared without natural sand
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so as to maximize the effect of the aggregate being tested.

2. After having been placed in the solvent, the specimen

c

should stand overnight to allow the matrix to reharden.

3. Lowered variability of test results and better repro-

duceability of test results occurred when the determi-

nations on specimen were made at the quarter points.

4. A standard surface and procedure for preconditioning

the pads is very necessary.

5. Wetting the polished surface with 30% glycerol solu-

tion - offers no advantage over water, and the 60%

glycerol solution tends to override the skid resistance

of the polished surface and become the dominant factor.

Therefore, in any future testing, water is the recom-

mended lubricant.

6. The variability encountered was sufficiently low enough

to warrant expansion of the study.

7. The ranking of the BPN results was sufficiently close

enough to other evaluation rankings that expansion of

the study was warranted.

Expanded Study

The aggregates used and their test results are shown arranged

in several different ways in the Appendices.

Appendix C gives the results arranged according to the amount

of difference between the initial and polished values. There was
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some consideration given to using this value as a characterizing

number after the initial phase was completed. However, the expanded

study showed that quite often aggregates may possess a high initial

value and an average final value, thus giving a large difference

that does not truly reflect their skid properties. A case in

point would be the dolomites, where as a group they have a very

high initial and an above-average final resulting in a high

difference.

An attempt was made to correlate the results with the skid

trailer data. Since the trailer data includes pavements of many

different ages, mix sizes, asphalt types. and different years of

skid testing, oniy those liZ-inch mi.xes which had been field

tested in 1974 and 1975 were selected as being the most comparable

with the specimens used in the polishing study. This resulted in

the selection of thirteen sources. The correlation coefficient

between the field skid data and the amount of change in BPN units

was calculated as 0.1381, which indicates essentially no relationship.

Appendix D gives the results arranged according to the final

or polished values.

Taking the same sources mentioned earlier, the coefficient

of correlation between the field skid data and the final polished

value was calculated at 0.601. which indicates that a degree of

correlation exists - at least on the thirteen sources compared.

It was noticed that several field proven skid resistant aggregates

16



(not included in the thirteen sources in the correlation) fall

into the lower end of the ranking shown in Appendix D.

In examining Appendix D, it will be noticed that the final

values have a normal distribution .. This would indicate: (1) that

no differences exist in polishing susceptibility between the

specimens, (2) the polishing method is not presently capable of

developing the varying degrees of skid resistance of the various

aggregates, or (3) the differences in skid resistance of the

various aggregates are being masked by grouping all aggregates

together for analysis.

Situation 1 is not supported by field evidence. Skid trailer

data indicate that differences do exist in polishing susceptibility.

Situation 2, the inability of the method to develop the

varying degrees of skid resistance is an area that deserves

more attention. The present procedure calls for polishing all

aggregates the same amount of time, and it is a distinct pos

sibility that some of the aggregates are being overpolished, tend

ing to group the data too close together.

Situation 3, the gouping of data for analysis was investi

gated by dividing the aggregates in this study into rock texture

groups. This was done since the textural classification of an

aggregate is an easy visual procedure, and many reports mention

the correlation between texture and skid resistance. The group

ing of the different samples and their test results are shown in

Appendix E. The six groups used were:

17



Type 0 Misc. (Crushed Gravels, Traprock, Quartzite)

Type 1 Siliceous Carbonates (Cherty-sandy)

Type 2 Micritic Limestone (Microcrystalline-Lithographic)

Type 3 Clastic Limestone (oolitic-crinoidal-Fossil Clastic)

Type 4 Dolomite (Fine to Coarse Crystalline)

Type 5 Mixed Limestone and Dolomite

The average BPN for each aggregate type is as shown in Table 10.

Table 10. - Average BPN for rock texture group
Original Final

Type 0 81.0 43.9
Type 1 80.3 44.8
Type 2 75.4 38.1
Type 3 76.9 39.8
Type 4 82.0 44.2
Type 5 77 .9 39.4

Observation of Table 10 indicates that the different types

can be combined into two groups. Subsequent statistical analysis

indicated that only these two groups existed, and they represented

two significantly different BPN results. The two groups would be:

Group I Highest Final Values

Type 0 Crushed Gravels, Quartzite, Traprock

Type 1 Siliceous Carbonates

Type 4 Dolomites

Group II

Type 2 Micritic Limestones

Type 3 Clastic Limestones

Type 5 Mixed Limestone & Dolomite

18



It thus appears that the polishing method can develop surfaces

of differing skid properties, and data grouping has an effect on

interpretation. However, based on field performance, the above

grouping does not appear definitive enough. Most clastic lime

stones. and mixed limestone and dolomite, aggregate sources have

good skid resistant properties, based on field usage and they should

not normally be classed with the poorer performing micritic or very

fine grained limestone.

Conclusions and Suggestions

The "Accelerated and Polishing Method" can produce surfaces

of varying skid properties, but is not presently capable of devel

oping and measuring the full skid potential of the various sources.

It is suggested that additional study be done in the area of vary

ing polishing times to prevent potential overpolishing of specimens.
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APPENDIX A



RESEARCH PROPOSAL

R·-264

LABORATORY INVESTIGA,TION OF THE EFFECT OF VARIOUS,

COARSE AGGREGATES ON THE SKID RESISTANCE

OF ASPHALT SURFACE MIXTURES

'J Introduction ,i

•,
It has long been recognized that coarse aggregates play a

significant role in the skid resistance of asphalt surface course

mixtures. Fine grained limestones polish very rapidly under traffic

and are therefore unacceptable for surface course mixtures where a

,':; ',.

high degree of skid resistance is required. Some dolomitic lime-

stones with coarser grain structures are less susceptible to

polishing and tend to provide an adequate skid resistance for longer

periods of time. There are, however, many sources of crushed stone

within the state of Iowa where no definite chemical or physical

parameter identifies it as having polishing or non-polishing char- ."

',~-~;", .
This investigation shall initially be limited to determining the

polishing characteristics of ten (10) aggregate sources and correlat-

"

""

laboratory method.

purpose

It is the purpose of this investigation to attempt to identify

altic surface course under traffic.

polishing characteristics of coarse aggregates by an accelerated

Scope

An accelerated polishing test is needed that can adequately,

establish the susceptibility of an aggregate to polish in an asph-,,'

acteristics.

':!'eli: ing these characteristics to field performance. If such a correlation

~,,;J;...
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does exist the proje~t shall continue until all major geologic types

or sources are evaluated.

Test Procedure

A. Specimen Preparation

Three 6 i~ diameter and 2 in. high specimens shall be

prepared for each coarse aggregate. They shall be

compacted in such amaner as to be as close to Marshall

densities as possible.

Each set of three specimens shall be of a Type "A" surface··

,. ,~"

, )

.i

•

course mixture, and shall have the same grading and per cerrt--''

age of coarse aggregate as well as the same source and

percent of asphalt cement.

B. Polishing Procedure

All specimens shall be polished by mounting them in a mold

positioned on a polishing turntable. A 3 in. diameter

rubber polishing pad attached to a drill press shall be

used to apply pressure to the specimen. Each specimen

shall be polished utilizing commercial abrasives.

The polishing shall be accomplished in three stages of

five minutes each with contact pressures of 3, 4 and 5

psi. for the first through the third stage respectively.

c. Skid Testing Procedure

Each specimen shall be tested with a British Portable

Tester in accordance with ASTM E 303 prior to polishing

and after polishing. After polishing and testing with

water, the frictional properties will be again determined

I

'I
I

I

with the British Portable Tester using a 30% glycerol

solution as the lubricant.

--------- -------------
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D. ~ggregate Testing

Each aggregate under investigation shall be examined and

tested for Los ~ngeles abrasion and any geologic parameter

deemed to be applicable.

Responsibilities

Th~ Geology Section shall be responsible for selecting and

obtaining the aggregates to be studied.

The Special Investigations Section shall be responsible ,for

conducting the tests.

The Materials Administration Section shall be responsible for

analyzing the data and preparing the final report.

, ,
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Test Method No. Iowa 2l8-A
May 1974

IOWA STATE HIGrIWAY COMMISSION

Materials Department

PREPARATION OF SPECIMENS FOR DETERMINING THE

POLISHING CHARACTERISTIC OF AN AGGREGATE

Procedure

2. Oven capable of maintaining a con
stant temperature of 275 ± SOFa

A. Apparatus

1. The following sieves: 0.525". 3/8",
#4, #8, #16 and #30.

This method is intended to describe the
preparation of test specimens to be used for
evaluating the polishing characteristics of
coarse aggregate with the British Portable
Skid Tester.

Test Procedure"

of 3-1/2 inches. This fitting is
obtained by a tongue and groove
joint, with a 1/4 inch tongue on the
mold fitting into a 1/4 inch groove
On the collar.

11.

10. Rubber polishing shoe, made with the
same quality rubber as automobile
tires. The shoe shall be 3 inches
in diameter and 2 inches thick.
Three grooves 1/4 inch wide and 1/2
inch deep are cut into the 3 inch
diameter polishing surface, dividing
the surface into 6 segments of approx
imate equal area. The shoe is atta
ched to a metal plate of the same
diameter having an attached shaft
for fitting the drill press chuck.

Silicone Carbide Grit, size #400 and
#600.

B.

Balance with a capacity of at least
5000 grams and accurate to 1 gram.

Mechanical mixer. capable of mixing
a 12,000 gram batch.

3.

4.

Build up a 10,000 gram portion of
aggregate to the same grading as des
cribed above in B, 2. From the
results of the absorption test calcu
late an effective asphalt content of
5.25%. Add this amount of asphalt to
the aggregate and mix for not less
than 1-1/2 minute.

Separate the aggregate sample into
particle sizes by using the sieves
described in A, 1 and dry in an oven
for approximately 12 hours at 275°F.

Determine the absorption by Test
Method No. Iowa 201 on the aggregate
built up to the following grading:

From the mixture, mold a specimen by
using the mold, base and compaction
plate described in A, 5 and the
procedure in Test Method No. Iowa 502,
except the compaction apparatus
strikes the plate a total of 200
times. (100 times on each side of
the specimen) Carefully extrude the
specimen from the mold and allow to

5.

6.

7.

8.

9.

Mold, base and compaction plate, cap
able of molding a specimen 6 inches
in diameter and 2 inches in height.

compacting apparatus as described in
Test Method No. Iowa 502.

Drillpress, capable of approximately
7;20 rpm.

Turntable, consisting of a base.
table top and an adjustable braking
system. The 9-1/2 x 9-1/2 x 1/2 in.
base is securely attached to the
drillpress table. The base has a
0.6 inch centering hole and the top
of the base is grooved to center and
hold a 5 inch diameter ball bearing
system. The 9 inch diameter table
top rests on the ball bearing system
and is centered with a 0.6 inch diam
eter shaft 15/16 inch in length. The
table top should spin freely. The
braking system is mounted to the base
and adjusted to the table top to ob
tain the desired rpm during the
polishing operation.

6 inch inside diameter polishing mold
and cOllpr, made of brass or other
suitable material. The mold and
collar shall be made so that the top
of the 1-1/2 inch deep mold, when
fitted to the bottom of the 2-1/2"
deep coll~r gives an overall depth

1.

2.

3.

4.

Sieve
0.525 11

3/8"
#4
#8
#16
#30

% Passing
100

80
55
37.5
25
20



(2)

cool for not less than 8 hours.

5. Wash the surface of the specimen to
be tested in the following manner:
place it in a pan containing about
1/2 inqh of 1,1,1 trichlorothane for
2 minutes, remove the specimen, brush
the surface with a brass or wire
brush, and return it to the pan of
solvent, repeating this 5 times.
Upon completion of this procedure
the specimen is removed and its sur
face is washed with solvent, alcohol,
water, brushed and allowed to dry at
room temperature for not less than
8 hours.

6. Place the specimen in the polishing
mold. If a tight fit is not attained,
place a strip of paper around the
edge of the specimen and insert it in
the polishing mold so that a tight
fit is attained.

7. Determine the initial BPN of the
specimen according to Test Method No.
Iowa 914.

8. Place the collar on the polishing mold
and position this assembly in the
polishing device. Place the polishing
shoe in the drillpress chuck and ad
just the base 80 that the shoe, in
polishing position, is approximately
1/16 inch from the edge of the collar.

9. Maintain a contact pressure of 15 psi.
on the specimen's surface from the
polishing shoe by applying a load of
3000 grams to the end of the drill
press arm. Add 25 mI. of #400 sili
cone carbide grit and 300 ml. of
water on the surface to be polished.
Polish the specimen for 10 minutes at
a mold speed of 50 rpm. upon com
pletion of the polishing, remove the
specimen and assembly from the turn
table, disassemble the collar, wash
the test surface with water, and
brush with a fiber brush.

10. Perform the final polishing by re
peating Step 9 with the exception
that the silicone carbide grit,
size #400 is replaced with size #600.

11. Determine the final BPN of the speci
men according to Test Method No. Iowa
914.

Test Method No. lowN 218-A
May 1974
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Fig. 1
Mold, Base and Compaction Plate

Fig. 3
Polishing Mold and Collar

Test Method No. Iowa 218-A
May 1974

Fig. 2
Test Specimens for Polishing

Fig. 4
Rubber Polishing Shoe



Test Method No. Iowa 914-A
May 1974

IOWA STATE HIGHWAY COMMISSION

Materials Department

METHOD OF TEST FOR DETERMINING SURFACE

FRICTIONAL PROPERTIES WITH THE BRITISH PORTABLE

SKID TESTER

D. Procedure

This method is intended to describe the
procedure for performing a frictional test ort
specimens made in the laboratory with the
British Portable Skid Tester. This appara
tus and procedure are identical to that speci
fied in ASTM E 303~69 with the following ex
ceptions:

A. Apparatus

1. New sliders shall be conditioned prior
to use in the following manner. Ad
just the tester as in Section 4.
flpreparation of Apparatus ll and make
10 swings on a dry surface of a mor
tar block. The mortar block shall
have a surface that is at least 3-1/2
x 6 inches. The mortar block shall
be made with portland cement, concrete
sand and when cured the surface shall
be polished with No. 60 grit until
the aggregate is exposed.

B. Test Specimen

1. The test specimen shall have a test
surface of approximately 6 inches
in diameter.

C. preparation of Apparatus

1. Slide Length Adjustment

a. Make the adjustment with either one
of the pair of head movement knobs
and never with the front leveling
screws.

1. Pour water over the specimen until
the surface is thoroughly saturated
and the excess runs off~

2. Perform at- least 1 determination at
each quarter point on the diameter
of the specimen. Prior to each det
ermination recheck the contact len
gth as in C, pour water on the sur
face as in D 1, and adjust the slider
to make complete contact at the
beginning of the test path. Make
the adjustment by carefully lowering
the pendulum so the slider rests on
the surface at the beginning of the
tent path and return it to the orig
inal test position. Without delay
complete the test and record the
result.

E. Report

1. Report the average of the determin
ations and express as BPN units.

Notes: Perform the test with the apparatus
and specimen positioned on a firm
foundation.

Due to the great importance of the
apparatus being level, check and ad
just it at least after every 4 det
erminations.

Replace the rubber slider after
being used 500 times, or before, if
excessive wear is noted.
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Test Method No. Iowa 914-A

May 1974

Fig. 1
British Portable Skid Tester
With A Test Specimen in place

Fig. ~
Rubber Slider

I
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